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FOREWORD

There is a need to reduce the explosive sensitivity of explosives
and propellants without sacrificing their energy. We found that the
impact sensitivities of some explosives can be changed by surface modi-
fication. Propellant studies have also shown that microstructural
damage and dewetting have a significant effect on the mechanical prop-
erties of the propellant. This study is to investigate the correlation
between explosive sensitivity and surface interaction between binder
and explosive, and between chemical and mechanical properties .of binder
and explosive formulation.
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(UCL uch of the first year's effort was

spent on materials acquisition, preparation, and
characterization. For this study, four binders
were selected as the baseline materials. The
surface properties of these binders were deter-
mined and the results were used to predict the
bonding behavior between each binder and RDX.
A fracture free energy model was used to predict
the bond stability of each RDX-binder system.-

(U~o-del formulations are being made using
the baseline binders. Experimental samples from
one mix were sent to evaluators at NWC. The
samples were used to determine ignition charac-
teristics, mechanical properties, thermal prop-
erties and sensitivity characteristics.<-- -.......

(U) Small preliminary mixes were prepared
to determine the concentration of each component
in the formulation. Each binder formulation
was adjusted to contain similar solid-binder
volume ratios. One large energetic formulation
was prepared containing RDX and a urethane
binder. Experimental samples were prepaied from
this formulation and shipped to the various
investigators. Work performed at NWC included
determination of the mechanical and thermal
properties, impact sensitivity and various
physical properties tests.

(U) A study of the physical properties and
crystallinity of BAMO/THF was completed. The
surface characteristics of three University of
Massachusetts block copolymers are being deter-
mined. A multivariate analysis computer program
has been obtained for the analysis of the vast
array of data being assembled in the program.
The utility of this program is being evaluated.
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INTRODUCT!ON

The objective of this program is to investigate the correlption
between explosive sensitivity aiid the following properties: (1) sur-
face interactions between binder and e-:plosive, and (2) chemical and
mechanical properties of binder and explosive formu'ations.

Plastic bonded explosives (PBX) are mechanical mixtures of explo-
sive crystals with )olymeric binders and in some cases plasticizers.
Different sensitivity parameters are used to characterize the safety
of explosives toward impact, friction, temperature, and electric dis-
charge. There is a need to reduce the explosive sensitivity ,ithout
sacrificing its energy., A review of the literature suggests that sur-
face properties play a role in desersitization. It has been fo-',d in
this laboratory that the impact sensiLivities of some explosives can be
changed by surface modification. Other investigations revealed that
the PBX impact sensitivity is related to its viscoelastic dynamic
energy loss.* Propellant studies At the Naval Weapons Center (NWC)
showed that microstructural damage and dewetting have a significant
effect on the mechanical properties (f the propellant (Reference 1).
Similar effects can be expected to occu:" in a PBX in that the presence
of voids and microcracks due to i•i.erfacial debonding, dewetting, and
forimation of reactive free radic.-, by molecular bond scission is
expected to affect the explosive sensitivity. To dete-mine khe influ-
ence of the aforementioned factors, thE surface propertieý of the
binder and filter should be determined. The surface properties of
binders will be determined in both the uncured and Lu'ed states. The
surface properties of some explosive crystals have beev cnaracterized
in an earlier prografrr.

Model explosive formulations will be prepared using selected
binders and cyclotrimethylenetrinitramine (RDX) or cyclotetramethylene-
tetranitramine (HHX) having a modified or unmodified crystal surface.
The surface interactions will be determined by microscopic examination,
dilatation measurements, and dynamic hysteresis studies. The NWC pro-
pellant damage energy concept will be applied to define the damage
properties and its relation to sensitivity.

-,*M. Matuszak, Los Alamos Scientific Laboratory, Los Alamos, New

Mexico. Private communication, 1981.
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Experimental specimens from the model formulations will be sent to
Dr. R. Martinson, Lockheed, Palo Alto Laboratory, Palo Alto, Calif..
who will carry out small angle X-ray studies, to Prof. J. T. Dickinscit,
k.ashington State University, Pullman, Wash., who will conduct fracto
emission studies and Prof. K. Yuo, Pennsylvania State University, Uni-
versity Park, Penn., who will irwestigate the ignition properties. The
results obtained by these investigators will be included In the cor-
relation qtudies.

DISCUSSION

BBINDERS

To initiate the program, several binders were selected that are
representative of those currently being used in the propellant and
explosive areas. Binders that are being qualified were also included.
Later, the binders will include the thermoplastic elastomers and other
energetic prepotymers as they are developed in the Office of Naval
Research (ONR) Pnergy program. The binAers being u,?d to establish a
data base -Dclude hydroxy terminated jolybutadiene/isopherone diiso-
cyanate (R45M/1PDI); acrylic polymer; ;rol•giycidvi azide) (GAP); and
bisazidomethyl ozetane/tetrahydrofuran (BALiO/T{f).

ENERGETIC FILLERS

The energetic fillers are HMX or RDX. It is known that the var-
ious classes of HMX and RDX contain a broad size distribution (Rpfer-
ence 2). It was also shown that filler size and distribution can
have large effects on the transient combustion behavior which is
believed to play an important role in the deflagration to detonation
process (Reference 3).

Production grade RDX and HMIX usually contain each other as an
impurity. It was decided that several mixes be prepared using pure RDX
or PMX to avoid complications. Five pounds of pure RDX and }IHX have
been received trom Los Alamos National laboratory (LNL), Los Alamos,
N. Mex. Since the purification process is time consuming and expen-
ssive, no pure explosives will be used after the exhaustion of the pure
materials on hand.

RDX RECRYSTALLIZATION

In crder to simplify the data interpretation, it was decided to
use high energy materials of well defined size distribution. The pnr,.
RDX as received had to be recrystallized to obtain suitable particl.
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sizes. Small quantities of RDX have been successfully recrystallized
into 1, 10-20 and 50-100 micron sizes. The I micrometer size range was
obtained by pouring a 1% acetone solution of RDX into a stirred large
voluime of water. The 10 to 20 micron size range was produced when a
5% acetone solution of RDX was poured into an equal volume of water.
This was the most difficult procedure to reproduce. The solution
temperature at time of mixing affects the size and perfections of
the crystals. The 50 to 100 micron size was obtained by cooling a
saturated solution of RDX in acetone. Time controlled the crystal
sine. Scale-up of the procedures are in progress.

SCREENING OF PRODUCTION GRADE RDX

A formulation containing a mixture of Class C and Class E RDM
showed that the large particles (> 200 microns) had a significant
influence on the mechanical properties. In view of this, it was
decided to remove the large particles. A batch of Class A RDX was
sieved through a number 100 Tyler screen (149 microns).

It is very important to have a thorough knowledge of the particle
size distribution for interpretation of the mechanical properties data.
A portion of the screened RDX was further screened into five fractions.
The original screened RDX and the five fractions were then analyzed.
The mean diameter and weight percent of the five fractions are shon in
Table 1.

TABLE 1. Paitlcle Size Analysis of Screened RDX.

Screen opening Mean diameter
(microns) Wtigiht percont (microns)

125-149 21.0 123

105-125 22.6 102

74-105 25.3 78

43-74 18.6 57

43 and under .2.4 ...

SURFACE SrUDIES

To describe the interactions between Lhe binder and the high
energy solids, one must determine the surface propertie- (if the
oinder and filler Ln the cured and uncured states. The .tirface prop-
erties of RDX and HMX have been characterized in an earl ier program

(Reference 4).

5



NWC TP 6560

In order to measure the direct force of interaction between two
neighboring phases, the Welhrmy plate technique was modified and used
for this project (Reference 5). In place of the platinum plate sensor,
thin microscope cover glasses coated with the binder of interest are
used. The interaction between the binder and the reference liquid is
measured by the force required to pull the sensor plate from the pool
of the reference liquid. This measurement coupled with independent
measurements of the liquid surface tension and density is used to cal-
culate the contact angle of the liquid on the binder. The results
agree quite well with those measured by the Sessile drop method
(Reference 6).

SURFACE CHARACTERISTICS OF BINDER CURED UNDER
DIFFERENT ATMOSPHERES

The binders used in surface characterization are in the form of
films. The surface area per volume of binder is large when compared to
that in the composite used in other tests. To study this effect, the
polyurethane binder samples have been cured under vacuum, nitrogen, and
air. No difference was observed in their reflective infrared spectra
although their surface characteristics are quite different as shown in
Figure 1. This suggests that the surface layers investigated in the
surface study are very thin compared with the usual thickness of about
I micron detected by the infrared. The atmospheric effect should be
considered in the preparation of samples for evaluation.

12
CURED UNDER NITROGENO
CURED IN AIR

10-
8-5

6CC

3 0II

00 02 04 06 08 10 12 1 16

FIGURE 1. Environmental Effect on Surface
Free Energies of R45M/IPDT.
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SURFACE CHARACTERISTICS DURING DIFFERENT
STAGES OF BINDER CURE

The surface properties of the cured binder are usually considered
in the study of adhesion. However, it is the consensus that one con-
siders the initial wetting of the ingredients and the adhesion in the
cured stage. The complicating factor is that the ingredients change
from liquids to solid during the curing process. It is necessary to
change the surface characterization methods for the liquids and the
solids. The very viscous liquids prevent the utilization of some mea-
suring techniques. The method that has been selected is the Sessile
Drop Method. The usual series of reference liquids are used on the
cured binders for their surface characterization. The reference mate-
rials for the liquids are polyethylene and polymethyl methacrylate.
The polyethylene represents a nonpolar surface and the polymethyl meth-
acrylate represents a polar surface. The measured contact angles are
listed in Table 2.

TABLE 2. Contact Angles of Liquid Polymers
on Reference Solids.

Liquid Contact angle, degrees
Polymethyl

Polyethylene methacrylate

R45M 32.7 25.2

R45M/IPDI (1/2 to 1 hour ambient) 32.2 21.2

R45M/IPDI (2 to 2-1/2 hours, 32.1 23.8
ambient)

Since R45M is the major ingredient (more than 92%), it is in-
cluded. The contact angles of the uncured polymer on polyethylene is
very similar to that of R45M. This indicates that the London disper-
sive force of interaction is similar in the uncured polymer to that of
R45M. The addition of IPDI decreases the contact angle on the poly-
methyl methacrylate. They increase with the curing time. This trend
is parallel to the amount of the polar IPDI in the sample.

WETTABILITY OF SELECTED BINDERS

The four binders selected for the baseline study are an acrylic
binder containing vinyl pyrrolidone, R45M/IPDI, GAP, and BA'I1O/THF. The
contact angles of several reference liquids on the aforementioned cured
binders and others that are included in the program are listed in
Table 3.

7
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U •TABLE 3. Contact Angles of Various Binders.

SLiquid binder Water Formamide Methylene Tetrabromo AroclorLu b iodide ethylene 1242

a 72.8 -y= 58.3 y - 50.8 y= 4 9 . 7 y9 =45.3

BAMO/THF 61.4 64.2 23.1 26.2 24.2
Acrylic polymer 63.2 51.4 41.9 42.3 20.5

EVAb 69.4 63.8 ... 37.5 19.7

R45M/IPDI 109.0 94.0 52.0 ... 46.0
GAP 90.3 70.7 63.5 38.8 35.9

PEPUC 102.8 80.8 46.2 45.6 37.2

PEPI-1210d 94.0 68.2 33.2 29.8 46.5

PEPI-1210H 94.0 78.7 39.3 35.5 43.0

a
= surface tension in dynes/cm.

bEthylene-vinyl acetate copolymers.

-Polyetper-polyurethane.

d Polyether-polyimide.

Three thermoplastic elastom.rs sent to us from the University of
Massachusetts, Amherst, Mass., are a polyether-polyurethane block
polymer (PEPU), a polyether-polyimide block polymer (PEPI-1210), and a
polyether-polyimide block polymer with 5% di-hydroxyethyl hydantoin.
The bonding agent has been incorporated into the backbone of PEPI-1210H
to enhance wetting. Since the contact angles seemed to be the same as
those of PEPI-1210, the hydantoin has not changed the wetting behavior.
One possible explanation is that the hydantoin structure is not at the
surface and thus not effective. If such is the case, locating the
hydantoin in the side chain instead of the backbone may make some
difference.

The method of Kaeble (Reference 7) is used for the surface free
energy analysis. In this method, the results from all reference
liquids are averaged to obtain one set of free energy values for each
binder. The main equations of this analysis are:

Yv= Yv+ Y = (I)

-•8
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D + Yv -a 2 +2 (2)
sv =YSVvS S s

RMYSV = YS T le 3

W = Iv~ l + cos 0) < 2yev (4)

W = 2(a U + PIP•) (5)

Wa - O + 0s( P! )(6)

where

V) k, s = vapor, liquid, and solid

y IV = surface free energy of liquid-vapor interface

y sv = surface free energy of solid-vapor interface

yD= dispersive force component of surface free energy

y = polar force component of surface free energy

a = (.•D)1/
D= 1p/2

= equilibrium spreading pressure

= work of adhesion~a

0= contact angle

According to Equation 6, when W /2a£ is plotted against £/aI£, the
intercept snould be at and the sAope, P . The results are shown in
Figure 2. The urethane binder is the least polar system. The data
for the BAIO/TIHF and the acrylic binders are very close. They are also

9
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ACRYLIC POLYMER Q
fl45M-IPDI 0 OLD. E] NEW

ci 10-EVA A
7 • BAMO-THF

GAP X
8-,

7 ----- 0 -f 8
614

6 C,01

0.0 02 0.4 06 0.8 1,0 1.2 14 16

FIGURE 2. Surface Analysis of Binders.

very close to those of RDX. The results obtained for the University
of Massachusetts thermoplastic elastomers are shown in Figure 3 .D The
u and s values are read from Figures 2 and 3 and the values of y and

S
I are the squares of u and s respectively. These values are listedSSistD Pin Table 4. y is the total surface free energy (sum of y and y

The last column of Table 4 i3 a term called "polarity" of tie system.
It shows the percentage of contribution of the polar free energy to the
total surface free energy of the binder.

It was surprising to find that the PEPU and PEPI samples show such
low polarity. Both the R45M/IPDI and PEPU systems are polyurethanes
and one might expect to see some similarities. The PEPI, however, is
expected to be more polar. It is speculated that the procedure of test
sample preparation ma)f affect the morphology of the surface. After a
long discussion with the researchers of the University of Massachusetts,
it was decided that test samples prepared next to a more polar medium
Zthan air will be studied.

The y values for most of the systems are very close except for

the paraffin and KEL-F. This reflects the similar London dispersiver

10
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12
:-4 Q PEPU

0 PEPI 1210H

10
A PEPI 1210

-N 8

6 -

4 II I I I I I
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FIGURE 3. Surface Analysis of New Block Copolymers.

forces of the backbones of the polymers. The variations are observedP
in the ys terms which show the different polar nature of the polymers.
The same trend is shown in the polarity values. The values of the
BAMO/THF and acrylic binders are very close to those of RDX and there-
fore they are probably better binders for RDX in terms of surface prop-
erties. The idea is better demonstrated in the interfacial tension
and work of adhesion values between the binder and RDX as listed in
Table 5.

The work of adhesion is calculated from Equation 6. The geometri-
cal mean method is used to calculate the interfacial tension. When
two materials are joined by an interface, the more similar the two
materials are, the lower the interfacial tension will be and the better
the adhesion will be between theni. Therefore, it is desirable to have
a low interfacial tension between the solid and the binder. The BAMO/
THF and acrylic binder appear promising in this respect. The work
required to separate the inteoface is called the work of adhesion; the
more work required to separate the two phases, the better adhesion.
The same two binders also appear promising iii this case.

11
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TABLE 4. Free Energy Analysis of Polymers and RDX.

Material

RDX 36.0 12.2 48.2 0.254

BAMO/THF (5-1) 38.4 12.4 50.8 0.224

Acrylic polymer 33.6 12.2 47.8 0.266

EVA 39.6 6.9 46.5 0.148

Polyethlyene terephalate 37.8 3.5 41.3 0.085

Polystyrene 40.0 0.6 41.0 0.015

PEPU 41.0 0.05 41.0 0.001

GAP-N100 39.8 0.8 40.6 0.020

R45M/IPDI 38.4 0.8 39.2 0.020
PEPI(1210) 38.4 0.8 39.2 0.020
PEPI(1210H) 38.4 0.8 39.2 0.020

Paraffin 25.4 0.0 25.4 0.000

KEL-F 21.9 2.9 24.8 0.117

TABLE 5. Interfacial Tension and Work of Adhesion
Between RDX and Polymers.

Polymers Interfacial tension Work of adhesion
dynes/cm ergs/cm2

BAMO/THF 0.04 99.0

Acrylic polymer 0.04 94.0

EVA 0.82 93.8

PET 2.63 86.2

Polystyrene 7.56 82.2

GAP 6.95 82.2

R45M/IPDI 6.66 80.8

PEPI 9.06 80.5

PEPU 10.83 78.3

KEL-F 4.94 66.0

Paraffin 13.00 60.0

12
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FRACTURE FREE ENERGY AND SURFACE FREE ENERGY

It is believed that the mechanical properties of a filled system
are influenced by the binder-filler interface. The Griffith's frac-
ture free energy can be related to surface free energies (Refer-
ences 7 and 8). The relationships are shown below:

0G (2E/nC) 1 /2(R 2  R2 )1 / 2  (7)

G 0

= 025(I - a3)
2 + (1 3'(8

R2  -H) 2 + (• 2 -K) 2  (9)

H = 0.5(a + e3) (10)1 3

K = 0.5(p,1 + •3) (11)

where

S0 = critical crack tip propagation stress

E = Young's modulus

C = crack length

1, •I = surface properties of one component of the interface

t3, 3 = surface properties of the second component of the
interface

•2, •2 = surface properties of the material acting as
debonding agent

i= surface energy reduction due to immersion in ambientj• vapor phase

Kaeble's surface energy diagram can be used to graphically predict the
adhesion between two phases (Reference 9). In this method, the square
root of the dispersive and polar surface free energies (a and P,
respectively) are plotted. The a and 0 values of the baseline binders
and some other materials are listed in Table 6.

13



N WC TP 6560

TABLE 6. Surface Free Energies.

Material (X Material a

RDX 6.0 3.5 Ethylene glycol 5.59 4.36

Water 4.67 7.14 Formamide 5.68 5.09

Hexane 4.30 0.0 Aroclor 1242 6.63 1.14

Ethanol 4.12 2.32 Methylene iodide 6.96 1.82

Acrylic polymer 5.8 3.5 Polymethyl methacrylate 6.0 2.07

R45M/IPDI 6.2 0.9 PS 6.4 0.77

EVA 6.3 2.62 Teflon 3.5 1.22

Paraffin 5.04 0.0 PETb 6.1 1.87

GAP 6.3 0.9 BAMO/THF 6.20 3.52

i• aPolystyrene.

0 Poly(ethylene terephthalate).

The values listed in Table 6 are plotted in Figure 4. In order
to predict the adhesionL between RDX and any one of the materials,
e.g., polystyrene, draw a circle through the two points. The distance
between the center of the circle and the origin of the coordinates
should be equal to the R term in Equation 9. The diameter of the
circle should be equal to the term R in Equation 8. If a third
material is inside of the circle, it 0 would debond the interface.
According to the points in Figure 4; the aroclor 1242 point inside the
RDX-polystyrene circle would debond the interface. Since the ethanol
point is outside of the circle, it would not debond the interface.
Therefore, the smaller the circle, the less chance of having a third
phase within the circle. It would be less likely debonded. According
to this model, the BAMO/THF and the vinyl acrylic binders are the most
suitable in terms of their surface free energies.

CHARACTERIZATION OF BAMO/THF

A new lot of BAMO/THF (lot 5-L) was received from M. Frankel at
the Rocketdyne Division, Rockwell International, Canoga Park, Calif.
This material had a lower viscosity than the previously received
lot 5-2. To determine the causes of this variation and to characterize
the materials on hand, the properties of two lots of BAMO/THF copoly-
mers, poly-bis(azidomethyl)oxetane (poly-BAMO) and polytetrahydrofurza)
(poly-THF) were studied. The techniques used to accomplish this
include optical and polarizing microscopy, 1 3 C nuclear magnetic reso-
nance (NMR) X-ray diffraction, and differential scanning calorimetry

(DSC). The results are summarized in Table 7.

14
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FIGURE 4. Surface Energy Diagram.

CRYSTALLINITY IN BAMO/THF

The BAMO/THF lot 5-2 has a higher viscosity than lot 5-L. This
has been explained as the result of crystallinity. Our X-ray diffrac-
tion results confirm this point and provide further information on the
nature of the crystallinity. The radial scans of poly-BAIO, BAMO/THTF
lots 5-2 and 5-L are shown in Figure 5. According to their X-ray pat-
terns, poly-BAMO is a crystalline material as shown by the intensities
of the peaks and their sharpness. The BAMO/THF lot 5-L shows only one
very broad amorphous peak. Therefore, it is not crystalline or the
degree of crystallinity is too low to be detected by X-ray. The X-ray
scan of BAIIO/TttF lot 5-2 shows some small peaks on top of the broad
amorphous peak. The three peaks in BAMO/THF lot 5-2 (20 = 16.3, 19.5,
and 23.6 degrees) corresponds to the three stronger peaks in poly-BANO
(20 = 16.6, 19.4, and 23.9 degrees ). It is difficult to draw specific
conclusions irom only three peaks, especially when the structures of

15
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TABLE 7. Properties of Two Lots of BAMO/THF.

Properties BAMO/THF 5-2 BAMO/THF 5-L

Mw 4022 5156

MN 2578 3662

Eq wt 1210 1864

Appearance Thick gel Gel

Flow tendency Flows at 40°C Flows at 40'C

NMR More homo sequence Less homo sequence

Microscopic Volume filled with A few larger
observations small spherulites spherulites

(melting point 40 0 C) (melting point 40°C)

X-ray Slightly crystalline No crystallinity

1660

23.90

I-

z

- -- BýAMOtTýHF, 5-ý2
210

~AO!TýHF5-

BRAGG ANGLE (DEGREE) -"-

FIGURE 5. X-Ray Radial Scan of BAMO Polymers.
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the corresponding unit cell have not been determined. It suggests that
the crystallinity in the BAMO/THF lot 5-2 is due to the BAMO homo
sequence because the three peaks correspond to those obtained for the
homopolymer. The 13 C NMR data also supports this idea. The NNR spec-
tra show that lot 5-2 contains more TiF-THF sequences than lot 5-L.
Since the two lots contain about the same molar ratio of BAMO, it
implies that lot 5-2 also contains more BAMO-BAMO sequences and thus it
is easier to form the crystalline segments.

The presence of crystalline material is further substantiated by
the crystalline spherulitic structure observed under the crossed pola-
roids of a microscope. Lot 5-L contains 10 to 20 volume percent of
25-micron diameter spherulites. Lot 5-2 contains a large volume per-
cent of small spherulites (~10 to 15 microns in diameter). In copoly-
mers, the percent of crystallinity can be very low. These results show
that even though no crystallinity was observed in the X-ray of the
lot 5-L material, a very small amount is present. When the two lots
of BAMO/THF were heated on a hot stage under the microscope, the spher-
ulites were seen melting at 40 to 44°C. This temperature corresponds
to the melting peak observed in the DSC which will be discussed later.
The viscosities of these materials decrease above their melting points
as indicated by the fact that they flowed above the melting tempera-
ture. It is believed that the viscosity of BANO/THF copolymers is
associated with the crystallinity which in turn originated from the
presence of homo BAMO sequence in the crystalline phase.

THERMAL PROPERTIES OF BAMO/THF

The thermal properties of BAMO/THF copolymers were determined by
DSC using a DuPont 1090 instrument. These include the glass transition
temperature (T ) and melting temperature (Tm) which were obtained in
ttr.- same run ýn an open aluminum pan under nitrogen atmosphere and
at 50 C/minute heating rate. The exothermic peaks were determined in
closed aluminum pans under air atmosphere and at 100C/minute heating
rate. The results are collected in Table 8. The poly-THF and poly-
BAMO are also included for comparison.

Both lots of BAMO/THF thermally decompose around 257'C. This is
very close to the decomposition of poly-BAMO. This indicates that the
azido group breaks down before the THF group. The heat of fusion of
the two lots of BAMO/THF are very low. This indicates that the molar
ratio of BAMO in these two lots are similar since most of the initial
heat of fusion is from the BAMO group. The fast decomposition of the
azido containing material is demonstrated by the inverted exothermic
peak in a DSC run at 20'C/minute heating rate (Figure 6). The heat
generated in the thermal decomposition was so fast, it raised the tem-
perature of the cell above its programmed heating rate. After the
decomposition, the heat flow stopped and the cell, dropped back to a

17



NAWIC TP 6560

TABLE 8. Thermal Properties of BAMO/THE
and Their Homopolymer.

TFF BAMO/THF BAMO/THF BAMO
(lot 5-2) (lot 5-L)

Exothermic peak 410 1 257 257 261
(0c)

Heat of decomposition Small and 1827 1874 2486
(Joule/gram) gradual

1 T (°C) 11 and 17 36-42 35-41 84

Heat of fusion 69.2 1.3 0.6 43.4
(Joule/gram)

(0 0C) (-85 and -55 -58 ..
g -45)

24 1- 
-.

T

4.

T

:-180 209 22 243 262 280 30 320 34 36 380 400 1

•; FIGURE 6. Differential Scanning Calorimetry of Poly-B I2
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lower temperature as shown by the temperature going in the reverse
direction. It is interesting to note that HNX also shows this phenom-
enon when tested under the same conditions.

The poly-BAMO has a melting point (T ) of 84 0 C and the poly-THF
has double peaks at 11 and 170 C. The mEfting point of the two lots
of BAMO/THF are in between which is to be expected. The fact that
the heat change in the DSC curve indicating the melting of BAMO/T1F is
so small in comparison with that of the homopolymers (1:45) suggests
that the degree of crystallinity is very low in the copolymer. This
a1 so agrees with the ease of melting and low degree of crystallinity
obsei.red. The melting temperature is essentially the same as the melt-
ing temperature of spherulites observed under the microscope on the hot
stage. The glass transition temperature (T ) of BAMO/THF lot 5-2 and
5-L are -55 and -581C, respectively. The %ifference is real because
the T curves have been duplicated in repeated runs. The lot 5-2 being
more 4iscous and more crystalline, should also show higher T . The T

U of a gumstock from lot 5-L cured with N-100 is -48°C. Thisgalso folg
lows the same reascning that the mobility of the polymer chains is more

restricted in the gumstock than in the 5-L prepolymer and thus higher
T . Two transition temperatures were observed in the DSC curve of
p~ly-THF. The nature of this double peak has not been explored.

INERT FORMULATIONS

Several inert formulations were prepared for preliminary testing.
In these formulations the binder was R45M/IPDI and the filler was
sodium chloride or glass beads. The surface of the glass beads was
either cleaned by annealing or silanized using y-aminopropyltriethoxy-
silane. Because the formulations contained 80% solids which resulted
in a high mix viscosity, the early formulations contained an unaccept-
able amount of voids. The problem was solved by shaking the mixture
under vacuum to remove the bubbles before heat curing the mixture. A
good sample tested by the hydrolytic bulk compression method contained
only 0.3% voids. Test specimens of these materials were sent to
Washington State University and Lockheed for evaluation.

ENERGETIC FORMULATIONS

One energetic formulation was prepared for evaluation. The
binder, R45M cured with IPDI, contained 75% RDX. The RDX mixture con-
sisted of 22.5% Class C and 52.5% Class E. Microscopic examination
revealed that the Class C contained a significant amount of particles
in the 200- to 800-micron size range. The cured formulation was cut

19



NWC TP 6560

into test specimens and distributed to the evaluators at NWC. Test
specimens were not sent to Washington State University, Pennsylvania
State University, or Lockheed because the explosive shipping exemption
had not been received from the Department of Transportation (DOT). An
interim exemption was later received from Naval Sea Systems Command and
will be used until the exemption is received from DOT.

Table 9 lists the mechanical properties tests that will be con-
ducted on each formulation. Figure 7 shows the typical mechanical pro-
perties data that are obtained when evaluating a propellant under shear
deformation. Figure 8 shows the torsional shear results obtained with
the R45M/IPDI formulation (BLX-l). The low maximum stress and onset of
dewetting is caused by the presence of large (200 to 800 microns) RDX
particles in the formulation.

TABLE 9. Scheduled Mechanical Tests.

Uniaxial tension - Youag's modulus, loss tangent tensile
dilatation

Dynamic hysteresis - E', '" tan •, viscoelastic energy loss
dissipates into heat

Fracture toughness - resistance to crack propagation

Dynamic mechanical analysis - T low temperature properties

Torsional shear - shear dilatation, onset of dewetting, failure
stress and strain

Hydrostatic compression - void content and bulk modulus

The hydrostatic compression properties for one specimen of BLX-l
A are shown in Figure 9. The results show that, the initial void content

of the formulation was 2.7% and the bulk modulus was 6.3 x 105 psi.

A comparison of the tensile and shear deformation of BLX-l is
shown in Table 10. The initial moduli obtained in both tests are quite
close based on theory. Likewise, the stress at the onset of dewetting
and maximum stress are comparable. The data shows that the strain at
failure and the stress at failure are no longer comparable for the two
tests. However, this is to be expected because the samples in shear or
tension dewet at different rates beyond the onset of dewetting.

20



NWC TP 6560

I II II I

MAXIMUM STRESS- STRESSAT
7rM _FFAILURE

S~MAXIMUM

INITIAL DS• ~MODULUS !

S/ <

CRITICAL STRESS
CCI AT ONSET OF

I I

DEWETTING VOLUMEI RELAXATION "

FAILURE STRAIN -- Lm

• SHEAR STRAIN

FIGURE 7. Mechanical Properties of a Solid
Propellant Under Shear Deformation.

The ignitability characteristics of BLX-1 are listed in Table 11.
At the listed energy input levels, the times to detect first light and
the times required to completely consume the specimens suggests that
the formulation has suitable ignition characteristics.

The burn rate data for BLX-I are listed in Table 12. It is
realized that the low values are due to an insufficient amount of oxi-
dizer in the formulation. However, the data will be incorporated in
the data matrix for comparison with other data base systems.
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FIGURE 9. Hydrostatic Compression Properties of BLX-l.
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TABLE 10. Comparison of Tensile and Shear Deformation
of R45M/IPDI RDX Formulation (BLX-1).

Tensile Shear

Initial modulus (NPa) 15.2 5.0

Stress at onset of 0.699 0.674
dewetting (MPa)

Maximum stress (MPa) 0.860 0.928

Strain at failure (m/m) 0.132 0.149

Stress at failure (MPa) 0.860 0.731

Maximum volume change (%) 3.5 15.0

TABLE 11. Ignitability of R-45M/IPDI RDX
Formulation at 250 psia (BLX-1).

Cal/cm 2s First light (ms) Go/no-go (ms)

60 15.9 ±0.89 18.2 ±0.6

100 6.1 ±0.51 10.3 ±0.9

150 2.4 ±0.24 5.4 ±0.7

200 1.1 ±0.13 4.5 ±0.9

TABLE 12. Burn Rate Study of R-45M/IPDI RDX
Formulation (BLX-1).

Psia (N2 ) Burn rate (in/sec)

F 100 0.042

S400 0.096

600 0.114

800 0.132

1000 0.165

1300 0.187
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CONCLUSIONS

Several inert formulations were prepared and forwarded to
Prof. J. T. Dickinson (WSU) and Dr. R. Martinson (Lrkheed, P-lo Alto
Laboratory) for evaluation. Prior to preparing a large model formula-
tion, small hand mixes were made to establish the composition of the
formulations. Experience has shown that caution must be used when
using this technique.

The surface characteristics of the baseline binders indicated that
the acrylic polymer and the BAM0/THF binder would bond better to RDX
than would GAP or the R45M/IPDI binder. The mictofracture free energy
model also predicts that the acrylic polymer and the BAMO/THF copolymer
form a strong bond with RDX.

In order to compare the four baseline binders, their model formu-
lations should have a minimum of variables. Therefore, the formula-
tions were designed to have similar solid-binder volt'me ratios. Even
though the binders used in the baseline study have been evaluated in a
number of established formulations, these formulations cannot be used
in this study because they contain ingredients that will alter the sur-
face chemistry when compared to the surface chemistry data obtained for
the binder. Model mixes have shown that omitting one ingredient from
the formulation can drastically affect the mechanical properties. This
suggests that the surface chemistry of the system plays an important
role during processing.

The surface analysis studies of three new thermoplastic elastomers
from the University of Massachusetts have been initialed. Preliminary
results show that the work of adhesion is similar to that obtained with
the R45M/IPDI binder. The effect of sample preparation on surface
morphologies is being investigated to determine how this affects the
work of adhesion.

The physical properties of two lots of BAMO/THF have been charac-
terized. The differences in viscosity from batch to batch has been
shown to be associated with the amount of homo block and its degree of
crystallinity.

M2
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